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1. The road surface shall be “Saw Cut” to the full depth of required asphalt reinstatement prior to the excavation commencing
The cut shall be a straight line to the full width of the excavation including chambers and pits.

2. Excavated material shall not be reused in the reinstatement of trenches and road pavements. All excavated
material shall be removed from the site.

3. Recycled Materials are not approved for use in the reinstatement of trenches and road pavements.

4, The Contractor shall provide all regulartory signs and warning devices for the protection of the public
in accordance with the "Road Traffic Act” and "Occupational Health & Safety Act”.

5. Where trench excavations are within 1m of the road or kerb edge. the road "Base” layer and road “Seal”
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